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PEHD Stub

sampte received as CPT[625-B on Tuesday O7u 4prit, 2015

Melt fiow index (MFl) iSO t tgs ; -. '-i;--- * --
Dimensions (lSO 4427) $'

Thermalstability (OlT) ISO 11357

Carbon black content (TGA) ISO 11358

Carbon black dispersion (lSO 18553)
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RESULTS
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Table 1: table of results for PEHD Black stub )'
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TESTS ' lt,,ii
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: (EAtlg 4,q7t20081 1r#

Dimensions

OD of the nec rk

None provided

628.9mm

11,

OD of the base 722.4

41.6mm

0.2 - 1.59/10min 0.22 g/1Omin .
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Conforms
ri

' 'ii
Oxldatlon :

lnductlon '

Time (OlT)

I fnfiuiv!!tt
> 20 minutes

No breakdown r
i'
.-

ConformsCentre wall No breakdown

Outer wall i No breakdown

Carbon Black Content (TGA) 2.0 -2.50/o 2.30/o Conforms

ri','lr :t' '

Carbon bltch
'Il I ,l

s grade3 0,2

41,A2,A3 or B
A1 (for fllm 1,2,4,q qO)

A2 (for film3)
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2. ANNEXURE -THERMOGRAMS
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Eigure 1: OIT thermogram of one sp€cimen of three CPT|625 - B
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Figure 2: TGA thermogram of one specimen of three CPT|625 - B
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3. Carbon Black Dispersion

Figure 3: Microscopic visual for carbon black dispersion (CPT625 - B)

Directors: Liza van Eeden (Financial Directoo, Bernard Reeksting (Technical Director)

Reg No.: 20061012857107 VAT No.: 488022817q

ti ,

lii '

|,
1..

li .',

,*'

i r '.

ll ,r}

:*

CPTAD008 Rev 02

1f
;l
ii t

'rl

,,tfi ,;,$ ilffi ,-"f ' ",$
i".


